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NDT INSPECTION REPORT

Report Number: NDT16688

Item Inspected : - Ritchie Drawing Number : . Date of Test:

16/6 Cylinder Basket | IN8087GA i 16/09/2016

Major Equipment : Y6 Yoke N.D.T. Procedure : DRMPIO1

Pole Spacing : 100 mm Acceptance Standard : BS EN ISO 23278:2009
Contrast Media: NEOPAINT NPT 16 Surface Condition : As Welded

Indicator: NEOCOL B Material : Carbon Steel
Description

A 100% Magnetic Particle Inspection was carried out on the specified welds in accordance with
DNV 2.7-1:2013 Sec.5.

Serial Numbers

BM-GR-001
BM-GR-002
BM-GR-003
BM-GR-004

Remarks: Post Load Test

Result

No indications observed out with specification at time of inspection
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